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Abstract
In the present work, a nanoproduct is studied that is formed by simultaneous plasma-chemical evaporation of graphite and 

platinum. It was shown that the resulting deposits under different synthesis conditions have a similar and well-defined structure 
and consist of two main parts (core and enclosing bark). The structure of both parts is investigated at the micro- and nanoscale 
levels. A comparison of the products of synthesis and similar products obtained without the use of platinum has been carried out. 
The distribution of platinum in synthesis products is studied. Such studies are of great importance for the synthesis of platinum-
containing catalysts for fuel cells and other chemical industries.
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Introduction
Platinum-containing carbon nanostructures can now be 

used not only in the design of fuel cells, but also allows finding 
solutions to the problem of effective hydrogen storage [1]. It is 
possible that in the future the fullerit-metal-hydrogen system can 
boldly compete with modern advanced structures for storage of 
hydrogen- the environmentally clean energy source [2-6]. To 
date, the synthesis of CNTs, in other ways, as well as the CNM, 
is carried out by different methods: laser action on metal-graphite 
electrodes; plasma-chemical evaporation of graphite in a gas 
[7-14] and liquid medium in the presence of catalysts [15-24]; 
pyrolysis of hydrocarbon structures on catalysts; pyrolysis of 
benzene in the presence of organometallic compounds (ferrocene 
and metal phthalocyanides); the dissolution of carbon monoxide 
on catalysts. The method of plasma-chemical evaporation of 
graphite in an inert gas environment is relatively common, 
productive and quite effective, because allows to obtain both 

soluble [25-26] and insoluble CNM [27-28]. But only the plasma-
chemical evaporation of the anode in a gas medium can guarantee 
the synthesis of fullerene particles. In this case, the method makes 
it possible to easily change the synthesis modes, use a different 
gas medium and, most importantly, achieve a high yield of CNM 
with different structure and morphology.    However, for today, the 
oxidation of the CNM deposit (products formed on the cathode) 
obtained by the plasma chemical method in the gaseous medium, 
which allow identifying new nanofibers of carbon, has not been 
studied enough.

Experimental Research
To obtain platinum-containing nanoproducts, a plasma 

chemical plant was used to evaporate the electrodes in a gaseous 
medium (Figure 1). During the synthesis, electrodes made of 
high-grade graphite of the PGM-7 grade were used. Also, hollow 
graphite electrodes containing platinum were used, which was 
evaporated in plasma at a pressure of 0.02-0.09 MPa in an inert 
helium medium. In a vertical reactor the consumable anode 
electrode remained stationary, and the non-consumable cathode 
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electrode moved along the axis of the reactor. Thus, a uniform distribution of soot over the entire surface of the reactor walls was 
observed, and relatively the same thermodynamic conditions were obtained for the condensation of the synthesis products.

Figure 1: General view of the installation, diagram of a cylindrical reactor for plasma-chemical synthesis of nanostructures in a gaseous medium: 
1 - plasma; 2 - cathode; 3-anode; 4 - helium-containing medium; 5 - platinum-containing carbon black; 6 - deposit; 7 - non-consumable electrode; 
8 - the core of the deposit containing MNT; 9 - consumable electrode; 10 - wire catalyst fixed with graphite dust; 11 - the external layer of the deposit; 
12 - reactor wall.

A hollow graphite anode containing platinum in the form of a wire was used to introduce the platinum catalyst into the plasma-
chemical synthesis zone, the catalyst in the anode cavity was fixed with graphite dust. The cavity of the anode electrode is located along 
the axis of the atomized part of the anode (Figure 2). 
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Figure 2: Anode which contains platinum and carbon dust.

In a number of plasma-chemical syntheses, the anode was evaporated from pure graphite, and also the anode doped with a 
platinum catalyst (Table 1). The time of plasma-chemical synthesis in the presence of a platinum catalyst lasted more by 40 minutes, 
considering that the length of the anode doped with platinum (18 cm) was less than the length of a pure graphite anode (21.1 cm). Also, 
the evaporation of the platinum platinum-containing electrode was accompanied by fluctuations in the current (175-225 A) and 35-
37 V, while the evaporation of the graphite anode was relatively quiet (current strength 185-200 A, voltage 30-33 V). This effect can 
be explained by the higher evaporation temperature of the platinum-containing anode. At the end of the evaporation of the platinum-
containing anode, the mass of the synthesis product (Deposit and Wall soot) many times exceeds the mass of the product when the 
graphite anode evaporates, both along the wall soot and the mass of the deposit. The large mass of Wall soot suggests that in the process 
of plasma-chemical synthesis, most of the platinum atoms in the process of synthesis of CNM move to the zone of lower pressures 
and temperatures, namely toward the periphery of the synthesis zone until they cool down on the reactor wall. The length (5 cm) and 
therefore the mass (44.990 g) of the platinum deposit significantly exceed the parameters of the deposit obtained by evaporation of 
the graphite electrode (length 2.1 cm, weight 7.5 g) (Table 1). This suggests that the atoms of platinum reorganize carbon atoms in the 
process of plasma-chemical synthesis, which makes it possible to accelerate the formation of ONS having resistance to plasma precursor 
temperatures, and also having sufficient electrical conductivity to form an electric arc.

C
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Graphite (С) С-Pt
The anode contains Only graphite Graphite and Pt
Length of cathode 8.4 cm 8.4 cm
Length  of anode 21.1 cm 18 cm

Catalyst (length×width) - 11×0.1 cm
Current strength 185-200 А 175-225 А

Voltage 30-33 V 35-37 V
Vacuum gauge 0.190-0.174 atm 0.70-0.13-0.33 аtm

Temperature of cooled reactor jacket 31°С 25°С
The synthesis medium Helium Helium

R
es

ul
ts

Soot 10.400 g 24.690 g
Deposit 7.500 g 44.990 g
Chips 4.700 g 8.495 g

Anode Remainder 6.6 cm 1.8 cm
Length of deposit 2.1 cm 5 cm

Synthesis time 120 minutes 160 minutes
Table 1: Conditions and results of plasma-chemical synthesis.

Deposit
In the course of synthesis, when a platinum-containing anode was evaporated on a non-consumable electrode (cathode), a build-

up called a deposit was formed during the synthesis (Figure 3). The deposit consists of two parts: a loose core formed by multiwall 
nanotubes (MNTs) having a minimum number of structural defects (Figure 4), and a strong crust formed by layered graphite-like 
structures containing in their volume a smaller amount of MNT.    
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Figure 3: Appearance of the platinum-containing deposit on the cathode.
The shell (crust) of the deposit formed, as in the case of syntheses in the presence of other catalysts, consisted of layered structures 

located perpendicular to the deposit axis (Figure 5), densely packed in a single structure. The core is porous and loose (Figure 4 (a)), 
a deposit consisting of conglomerates (Figure 4 (b)) oriented along the deposit axis and formed of carbon-like carbon nanotubes 
(Figure 4 (c)). The bundle-like structures are joined by multiwall carbon nanotubes in diameter from 4 to 25 nm (Figure 6).

 
                                        (а)      (b)

 
(c)

Figures 4(a-c): Loose-core deposit core: (a) - general view of core conglomerates; (b) - a conglomerate consisting of bundles of NT; (c) - bundles of 
nanotubes constituting conglomerates.
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Figure 5: Dense crust of deposit, formed by layered graphite-like structures.

Figure 6: Carbon nanotubes constituting the core of the deposit, obtained by the simultaneous evaporation of a graphite electrode doped with 
platinum.

Upon evaporation of a graphite electrode doped with platinum, a core is formed which a much denser structure than that has 
obtained by a non-catalytic method. Forming columnar structures are oriented parallel to the deposit axis and have a diameter of 100 - 
150 μm (Figure 7 (a), (b), (c)). They are also formed from beam-like carbon nanotubes (CNTs) (Figure 6), in diameter 4-25 nm.
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Figures 7(a-g): Morphology of the core of a platinum-containing deposit (SEM) formed by the simultaneous evaporation of a graphite electrode doped 
with platinum: (a), (b), (c), (d) - core blocks; (e) - block morphology; (g) - is the boundary between the shell and the core; (f), (h) - are the structures 
of the boundary layer.
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In the plasma-chemical synthesis of platinum-containing 
carbon nanostructures, not only hollow carbon nanotubes (CNTs) 
are formed, but also tubes having various structural anomalies. 
Nanotubes have a rougher outer surface and some inclusions. As 
shown by the X-ray microanalysis in the core, the content of platinum 
turned out to be negligible, reaching hundredths of a percent. 
X-ray diffraction analysis also recorded hexagonal graphite with 
an admixture of the rhombohedral phase in all parts of the deposit 
(core and shell). However, studies of the platinum-containing 
deposit showed that, unlike similar plasma-chemical syntheses in 
the gaseous medium, the core of the platinum-containing deposit is 
well separated from the deposit shell (bark) mechanically and can 
exist as a single rod. Thus, a platinum catalyst in plasma-chemical 
synthesis in a gaseous medium allows the creation of centimeter rods 
made of beam-like carbon nanotubes (CNTs) that withstand super 
high temperatures (12000 K) [29]. The possibility of separating 
the deposit core, consisting of bundles of CNTs, from the deposit 
crust allows us to consider depositary parts (core and core) as 
independent products of plasma-chemical synthesis. As well as the 
possibility of separating deposited CNTs from graphite-like bark 
increases the purity of deposit CNTs and consequently reduces 
their cost price. Since earlier deposits were crushed to separate the 
ONS from graphite-like structures. Platinum-containing graphite 
-like bark (shell) can be used to produce graphite already enriched 
with platinum. Platinum-containing CNTs and graphite-like 
structures, as the final product of processing a platinum-containing 
deposit, can be key elements of fuel cells, which is relevant to this 
day. Platinum-containing CNTs and graphite-like structures, as the 
final product of processing a platinum-containing deposit, can be 
key elements of fuel cells, which is relevant to this day. Thus, it 

should be noted that during the evaporation of a graphite electrode 
doped with platinum in an electric arc in an inert helium medium, 
the bulk of the metal participates in all plasma-chemical reactions 
and is redistributed among different products. Most of it in the flow 
of condensate moves to the walls of the reactor. According to the 
emission spectral analysis, the largest amount of platinum is in the 
wall soot (more than 1 % by mass). A small fraction of platinum 
is less than 1 wt. % in the cationic state, under the influence of 
a strong electric field, together with the carbon vapor moves to 
the cathode, forming a platinum-containing deposit. Despite the 
high temperature in the deposit formation zone, which exceeds the 
boiling point of platinum (3800°C), platinum was present in the 
deposit. As a result of studying the chemical composition of the 
parts of the platinum-containing deposit, it was determined that 
the Pt atoms in the deposit are distributed unevenly. Most of the 
deposit Pt is less than 1 % concentrated in the bark of the deposit 
itself. We believe that in the case of an electric arc, the flow of 
electrons passing through the forming deposit that heats it not 
only affects the formation of the structure of the carbon part of 
the deposit, but also exerts various processes for the separation of 
platinum atoms. It settles only in the low-temperature part, which 
is the crust of the deposit. The presence of platinum explains the 
higher thermal stability of the platinum deposit crust. Differential-
thermal analysis (DTA), thermo gravimetric (TG) and differential 
thermo gravimetric (DTG) analyzes confirm these findings. Thus, 
the temperature at which the platinum-containing bark begins to 
interact with oxygen in the air (680°С) (Table 2, item 2) exceeds the 
temperature of interaction with the pure carbon bark (Т. = 575°С) 
(Table 2, item 1) (Figure 8 (a), (b)).
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Figures 8(a-b): Investigation of the thermal stability of the shell of deposits of plasma-chemical synthesis in a gaseous medium. (a) - the crust of the 
deposit, obtained during the uncatalyzed synthesis; (b) - the bark of the deposit containing Pt.

No Material Interaction interval,°С DTG DTA
Т1max,

°С Т1max,
°С Т2max,

°С
1 Shell without catalyst 575-980 840 840
2 Shell with catalyst (Pt) 680->1000 865 825 990
3 Core with catalyst (Pt) 640-965 865 800 910
4 Core without catalyst 575-990 870 850 960

Table 2: Thermal stability of parts of platinum-containing deposits of plasma-chemical synthesis in a gaseous medium.

The DTA curve (Figure 8 (b)) marks the biphasic nature of the deposit crust containing platinum. Apparently, in addition to the 
graphite-like component, this sample contained multi-walled nanotubes, the growth of which, initiated the presence of platinum in the 
cortex. The core of the deposit formed from carbon-like carbon nanotubes, where a scanty platinum content is found, also shows a higher 
thermal stability than the core of the deposit obtained from uncatalculated plasma-chemical synthesis in a gas medium (575°C) (Figure 9 
(a, b)). The beginning of the reaction with oxygen of air is 640°C.

(а) (b)
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Figures 9(a-b): Investigation of the thermal stability of the cores of deposits of plasma-chemical synthesis in a gaseous medium. (a) - platinum-
containing core of the deposit;(b) - the core of the deposit, obtained during the catalytic synthesis.

Thermal analysis showed that in the core of the deposit synthesized in the presence of a platinum catalyst, there are two phases 
that react with air oxygen at 800°C and 910°C (Table 2). Thus, differential-thermal analysis of CNM in air by the methods of TG, 
DTG, DTA makes it possible to reveal insignificant differences in the thermal stability and oxidation temperatures of different carbon 
nanostructures, and as a result, similar analyzes can be used to identify them.

Wall-mounted Soot
A mixture of condensate formed on the walls of the reactor and in the gas,  phase forms a walled carbon black. It contains both a 

fullerene-like and an insoluble fraction in liquid hydrocarbons. At the micro level, the layer of walled soot has the structure shown in 
(Figure 10). The layer of wall soot was previously subjected to sonication in alcohol. The nanostructures that make up it have different 
geometric shapes and structures (Figure 11).

(а) (b)
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Figure 10: Wall-mounted soot. Surface morphology after ultrasound treatment in ethanol: ((a), (b), (c), (d), (e), (f) - SEM photo with varying degrees 
of magnification).
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Figure 11: Photographs of nanoscale particles composing platinum-containing wall soot (TEM).

Conclusions
When analyzing the chemical composition of the platinum-

containing deposit, it turned out that the Pt atoms in the deposit 
structure are distributed unevenly. The central part of the deposit 
(the core) contains trace amounts of platinum; this is confirmed by 
the results of emission spectral analysis and by the X-ray micro 
analyzer of the core shear surface. The bulk of the platinum in 
the deposit focuses on the deposit shell. We believe that a large 
flow of electrons passing through the emerging deposit and 
plasma temperatures have a significant effect on the formation of 
the deposit structure and also the separating effect on the atoms, 
molecules and particles that make up the synthesis zone. It is 
proved that the atoms of the platinum catalyst influence the process 
of formation of the deposit. Namely, it stimulates the formation of 
a deposit, where the deposit core, containing platinum-containing 
bundles of CNT, exists as an independent core that does not have 
a strong connection with the deposit crust. The possibility of 
separating the deposit core consisting of bundles of CNTs from 
the deposit crust allows one to consider depository parts (core 
and core), as independent products of plasma-chemical synthesis. 
It is established that differential-thermal analysis of CNM in air 
by the methods of TG, DTG, DTA allows to reveal insignificant 

differences in the heat resistance of different carbon nanostructures 
and due to this it can be used for their identification.
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